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ASTM 849

Standard Specification for

Copper Rod for Electrical Purposes

Report reference No . ...........
Tested by
(printed name and signature)
Approved by
(printed name and signature)

Date of issue

San Huang

Song Lei

2016-02-01

Testing Laboratory Name

Address .....

TUv sUD Certification and Testing (cnila-efifto. Guangzhou
Branch

5F, Communication Building, 163 Pingyun Rd, Huangpu West Ave.,
510656 Guangzhou People's Republic of China

Applicant's Name ..

Address..

Vietnam Electric Cable Corporation (CADlVl)

70-72 Nam Ky Khoi Nghia street, Nguyen Thai Binh ward, Dist 1,

Ho Chi Minh city, Vietnam

Vietnam Electric Cable Corporation (CADlVl)

70-72 Nam Ky Khoi Nghia street, Nguyen Thai Binh ward, Dist '1,

Ho Chi Minh city, Metnam

Manufacture's Name.....

Address ........................

ASTM 849 - 15a

Test report

N/A

N/A

Test specification

Standard............................

Test procedure

Procedure deviation --.......

Non-standard test method

Copper round rod

N/A

Copper round rod 6 8.0mm

N/A

Test item description ...........

Trademark

Model and/or type reference

Rating(s) ..............................
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Copy of marking plate and summary of test results

Marking: N/A

Summary of test:

According to the requirements of applicant, the copper round rod was subjected to percent of copper test
according to ASTM 849 - 15a.

Testing location:

TUV SUD Certification and Testing (China) Co., Ltd. Guangzhou Branch

5F, Communicatron Building, '163 Pingyun Rd, Huangpu West Ave., 510656 Guangzhou, People's
Republic of China

Test case verdicts

Test case does not apply to the test object

Test item does meet the requirement ........

Test item does not meet the requirement ..

N/A

P(ass)

F(ail)

2016-01-O4

201 6-01 -04 - 201 6-02-01

Testing

Date of receipt of test item .....

Date(s) of performance of test

General remarks

This report shall not be reproduced except in full without the written approval of the testing laboratory

The test results presented in this report relate only to the item(s) tested.

"(see remark #)" refers to a remark appended to the report.

"(see Annex #)" refers to an annex appended to the report.

Throughout this report a point is used as the decimal separator.

Attachment:
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TUV SUo Cerlilication and Teslrng
(China) Co., Ltd. Guangzhou Bcnch
TUV SUD Group

5F, Communication Building, '!63

Pingyun Rd, HuarEpu Ave. West,
Guaogzhou, 501 656
P.R.China

Construction of copper round roci:
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1 Chemical composition of copper round rod P

Content of Copper, min 99,99% P

12 Content of Tellurium, max N/A

1.3 N/A

1.4 Content of Bismuth. max. N/A

t.c Content of Group total, max N/A

Content of Antimony, max N/A

1.7 N/A

1.8 Content of Tin, max N/A

1.9 N/A

1.10 Content of lron, max N/A

1.11 Content of Nickel, max N/A

1 .12 Content of Sulfur, max N/A

1.13 N/A

1.14 Content of Oxygen N/A

1.15 Maximum allowable total N/A

1.16 Content of Cadmium, max. N/A

1 .17

1.18 Content of Zinc, max.

1.19 Content of Manganese, max N/A

ASTM B49

Item Required Observed Verdict

=== End of Report ===
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1.1

Content of Selenlum. max

to
Content of Arsenic, max.

Content of Lead, max.

Content of Silver, max.

Content of Phosphorus, max.


